BPEHO TYPLWUU NO
AKTUBUPOBAHHOMY YIIIO

e TPAHYJTMPOBAHHbLIN « LUMNNHOPUYECKMW « MOPOLLIOKOOBPA3HbLIN



J

BILIM KIMYA TEKNOLOJILERI

O HAC

HaHoxumus

Hawa komnaHna BXoguUT B YMCIO KPYNHEULWMX MUPOBLIX NpomnssBoauTenen um
OVNCTPUOLIOTOPOB MO  MNPOM3BOACTBY aKTMBMPOBAHHOMY yrniwo. Hawwm
BbICOKOKa@4YeCTBEHHbIE MPOAYKTbl MOCTaBNATCA NO BCEMY MUPY C
KOHKYPEHTOCMOCOOHBbIMU LieHaMK, 00pa3oBbIBas LUMPOKYOD CEPBUCHYIO CETb.
Haw ckBo3HOM noaxon obecnedymBaeTr coOnwaeHne cambiX BbICOKUX
cTaHOapToB, OT MNPOM3BOACTBA M pacnpoCTpaHeHuUa A0 mMoaudpukaumm wu
peakTmBauumn. NoMmMMo NpeaoCcTaBrieHNa LUMPOKOrO CNEKTopa KOMIMMNEKCHbIX
yCnyr:

» [lpogaxa

«  [ucTtpnbyumna

» PereHepaunst otpaboTaHHbIX cpen

*  WcnbitaHus

« TexHundeckaa KOHCynsTauma u 1.4

Halla KOMMaHMA NPoOn3BOAUTb KOKOCOBbLIE CKOPIYIbl, Yrofib Y

dKTNBNPOBAHHbLIX YroJyib Ha OCHOBE OpPEBECUHDI.



VI

* HaHoxumus

B npon3BoacTBe akTMBMPOBAHHOIMO YIMSA Mbl UCMOMNb3YEM CaMyHo
TBEPOYD W KA4YeCTBEHHYID CKOpIyrny KOKOCOBOIO Opexa,
CeMeHa OnuBbI, CKOPIyMy rPeLKOro opexa, a Takke BblOMpaem
cneunanbHo  OToOpaHHOe  ChIpbe, KOTOpoe MOXKET
COOTBETCTBOBATb BbICOKMM MOAHLIM YMCraM MepPBOro KavyecTsa.

,D,J'IFl HaC OYeHb BaXHa YNCTOTa, TBEPOOCTb N Ka4E€CTBO CbIPbA.



Cbipbe Ansg akTuBUPOBaHHOIO Yrns

Ckopnyna Kokoc CeMeHa peBecUHa

rpeLKoro ONUBbLI
opexa






LlnnuHgpuyeckun
aKTUBUPOBaAHHbLIN Yrosb

[aHHbIM  NPOAYKT, HasblBaEMbIA  UMMUHOPUYECKMM UMM NENNETHbLIM
aKTUBUPOBAHHbLIM YIIEM, MPOM3BOAMUTCA HA OCHOBE BbICOKOKAYE€CTBEHHOIO YITIS,
CKOpIyrnbl KOKOCOBOIO oOpexa Wnn gpesBecuHbl. Pasmep uvactuy uunuHgpa
coctaensetr or 0,9 mv go 8 mMm. Hambonbluee pacnpocTpaHeHne Mony4vnno
nsgenue ¢ uunmHgpuyeckum pasmepom 4 mm. CootHoweHue CTC saBnisietcs
Hanbornee BaXHbIM (OAKTOPOM, OMNPedensWmMM KavyeCcTBO LUITMHOPUYECKOrO

aKTUBMPOBAHHOIO yrrsl. HYem Bbiwe cooTHoweHne CTC, Tem Bblle adhdeKTMBHAS

MOLLUHOCTb UMWITNMHOPUYECKOIro aktTuBnMpoBaHHOIO YITIA.

ITEM PELLETIZED ACTIVATED CARBON

Size 09mm/2mm/3mm/4mm/6mm/8mm
O6nacTb NpUMeHeHuUs:
[@a30Bble 1 BO3AYLUHbIE PUNLTPLI
Ay P P lodine 800 /900 /1000
PecnunpatopHas npoMbILLNEHHOCTb
[MpenoTBpalleHne 3anaxa B CTOYHbIX BOAAX
PereHepaums pacTBopuTenen ks K ToioD
ABTOMOOUNBbHAA NPOMbILLUIIEHHOCTb
HedtenepepabaTtbiBatoLime 3aBoabl Moisture 3%-5%
Ash 8%-%]12

Hardness 92%-93%




[ paHynNMpoOBaHHbLIN
aKTUBUPOBaHHbLIN YIronb

[paHyNMpPOBaHHLIM aKTUBUPOBAHHbLIA Yroflb MMeeT 6onblnin pasMmep 4Yactuu, B
OTNn4YMe OT nopoLLkoobpasHoro. B OCHOBHOM NpOM3BOACTBO peanua3yetrca Ha
OCHOBE KOKOCOBOM CKOpfynbl, Yyrnd WM OpeBecuHbl. Pasvep 4YacTtuu
rpaHynMpoBaHHOIO Yyrnepoga BaxeH. Kak npasuno, ansg obecuBeynBaHuUs
ncrnonbayetcs pasmep 12*40 meLl, a 4ns O4UCTKM BOoAbl Ucrnornb3yeTcs pasmep 8*30
Mew. OTU OBa pasMepa 4acTul SBMSTCA Hamboree 4acTto UCMONb3YyEMbIMM.
MoaoHbin  vHOeKc sBnsieTca  Havboriee  BaxHbIM - (DAKTOPOM  KayecTsa
[PaHYNMPOBAHHOIO aKTUBMPOBAHHOMO yrnda. Yem Bbille COOTHOLUEHWEe noga, Tem

BblLLe 3(peKTUBHOCTL NPOAYKTA.

ITEM GRANULAR ACTIVATED CARBON

O6nacTb NpUMeHeHus:
OumncTKka CTOYHbIX BOA,

Size 8*30 /12*40 / 20*40 Mesh / Customized OHI/ICTKa I'IpOMbIUJJ'IeHHOﬁ BOAbI
Ouuncrtka NnMTbeBOW BOAObI
lodine 800 /900 /1000 Ounctka 6accenHOB 1 akBapnymoB
BogsHoun punetp
OuncTKka LUeHTpanbHOU KOTENbHON
BET 900 /1000 /1100
[MnweBas NPOMBbILLITIEHHOCTb
YnaneHue uBeTa caxapa u ogexabl
Moisture 5% (Max.)
Ash 5% (Max.)

Hardness 95% (Max.)




[TopowKOOOpa3HbLIN
aKTUBUPOBAHHbLIU Yronb

[MopolKkoobpasHbie aKTUBMPOBAHHbLIE YIMNM WMMEKT O4YEeHb Marbl pasmep
yactuy. Pasmep vyactuuy coctasnsieT oT 80 go 325. Ero nnowaab noBepxHOCTU
bonbwe, 4em Yy rpaHynMpOBaHHOINO akTUBUPOBAHHOINO VYINsA, a CKOPOCTb
anpdysnm Hu3kaa. Ero takke nNpomnsBOOAT U3 CKOPNYMbl KOKOCOBLIX OPEXOB,
yrna u gpeBecuHbl. B pactBop  Ao6aBnaAldT  nopolKkoobpasHble

dKTuBMpoBaHHbIE  VYIJIK, KOTOpPbleé O4YeHb TpPOCTbl B  WCMOJIb3OBaAaHUU,

nepemMewmnBaroT N OTAENAIOT CbI/IJ'IprOBaHI/IeM.

ITEM POWDERED ACTIVATED CARBON

Size 80 /150 /200 /300 /325 Mesh
O6nacTtb NPUMEHEeHMUS: Caramel Decolorization Capacity 110-130%
* Ouyunctka Boabl
e OuucTKa FOPOACKNX CTOUYHbIX BOA Cmethylene Blue Adsorption Value =225
« QPapmaueBTHKa
N ,El,eso,u,opaum lodine 1000 g/mg
* [lnwesBas NMPOMbILLIINEHHOCTb
* [lpoMblLlLSiEHHAsA BOOOOYMCTKA PH 2-3 or adjustable
Moisture 10%

Ash 6% (Max.)
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500/1000 kr.
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XpaHeHue

[MpoayKuns XpaHUTbCSA B CYXUX U
npoxnagHbIX cKknagax, 3awuLeHHbIX

OT COJIHEYHOIO CBETAa.



MapkupoBka

YKa3biBaeTcsi HauMeHoBaHue NnpoAaykKTa, HOMeEP
naptmm, BeC HETTO WU 6pyTTO n HanmeHoBaHWMe

NPOnN3BOOUNTENA.

CneunannsnpoBaHHass MapKUPOBKa

MapKVIpOBKa MOXET ObITb BbIMNOMHEHA B
coorBeTcTBnn C HanmeHoBaHnMeM, agpecom 1

AadHHbIMW 3aKa34UKa.

CneumanmsmpoBaHHas YnaKoBKa

yKenaemas ynakoBka MOXKeET ObITb

pa3pa60TaHa U N3roToBJ1IeEHa B COOTBETCTBUN

C Tpe6OBaHMFIMM 3aKa34MKa.




[lepeBO3Ka

3arosiHeHue, pasrpyska u
TPaHCMNOPTUPOBKA CNELTPaAHCMOPTOM,

KOTOpasdA HE BIMUTbIBAET Briary.




HUOKP

VHTerpnpoBaHHbIN Hay4YHO-
nccrenoBaTenbCKUN LIEHTP

KomaHga, cneunannsupytoLlasics
Ha pa3paboTke peleHnn.

©

[Tpon3BoaCTBEHHOE NpeanpuaTune,
yTBEPXXAEHHOE rocyJapCTBOM.

[Tpon3BOACTBEHHbLIE BO3MOXHOCTMU
n obopygoBaHne HeCTaHOAPTHbIX
pa3mMepos.

[Tpon3BOACTBO MO ChIPbIO.
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TS EN ISO 9001:2015

sartlarina uygun bir Kalite Yonetim Sistemine
asagida belirtilen kapsam dahilinde sahip oldugunu onaylar

Aktif Karbon Uretimi Ve Satisi

Kategori/Alt Kategori To—
Belge No :MSQ-0305
Belge lik Yayin Tarihi 111 Agustos 2021
Karar Tarihi 11 Ajustos 2021 I
Belge Yayin Tarihi :11 Agustos 2021 |
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Belge No ‘MSE-0138 ;‘
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Karar Tarihi 11 Agustos 2021 B
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Table 2 - Carbon media analysis result

A.B.N. 830 9996 6828

Research PO Box 50, Eltham, Victoria,
Laboratary AUSTRALIA Factory 5, 256 Bolton St,
3 Eltham VIC 3095
Services Phone: +61 3 9431 2595
eta@researchlab.com.au
peta Carbol GAC Sample, January 2022
100
CARBOL Carbon
Media Analysis
90
Date 09 FEB 2022
Company Name CARBOL 80
CARBON
Company Contact Ozkan Aksoy
General
Manager 70
£
a 60
w
Background Q.
Research Laboratory Services (RLS) received 1 sample of carbon media from Carbol Carbon §
(Waybill #10 7379 8250- #9318955052). Samples receipt details are given in Table 1. > 50
Sample ID | RLS ID Quantity Date g
Received Received £ 40
Granular CARBOL 2 jar 17/01/2022- =
AC 04/02/2022 o
Table 1 — Samples received from Carbol
30
Methods and results
Results are given in Table 2 and Figure 1.
Sample Description Method Ref Result 20
lodine Number ASTM D4607 919
Apparent Density (GAC) (g/mL) ASTM D2854 0.43 ‘
Effective Size (mm) ASTM D2862 2.04 10
Uniformity Coefficient ASTM D2862 1.08
Ash Content (%) ASTM D2866 1.7
pH change of solution due to carbon | ASTM D6851 9.6 0 o o 2o—» B - o
pH of carbon ASTM D3838 8.8 : v
Ball Pan Hardness (Ro-Tap) (%) ASTM D3802 93.2 0 0.5 1 15 B 2.5
Moisture Content (%) ASTM D2867 <0.1

Mesh Size (mm)

AHanuTnyeckum otvert International

Carbon Media
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Aktif Kagfon 7. ' Carbol Carbon n AKT Active

‘ActivategfCarb
AKTUBNPGEAHHbIV yro

Carbon aBngatoTcs
odpuunanbHbIMU
’ 3anaTeHTOBaAHHbIMU

TOproBbiMu Mapkamm Nano

Bilim Kimya B Typuuun.

() CARBOL

ACTIVATED CARBON
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C) Serifali Mah. Miras Sok. No:53 Umraniye /Ctam6yn/ Typuus ,js’élr Jinar
> +90850 474 30 10 ?
() +90535664 94 77

C) info@nanobilimkimya.com
C) info@carbolcarbon.com Gebze

_,Ca'ylrova Kirazpinar

Dil
C) info@aktifkarbonturkiye.com
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